
Product:
Package Type:
Manufacturer:

Date:

% ppm
Chip 18.68 Al 0.11 0.58 5889

Si 18.57 99.41 994111
Sub-total: 18.68 99.99 1000000

Die Attach 8360 1.88 Ag 1.41 75.00 750000
Curing agent & hardener 0.09 4.78 47872
Epoxy Resin 0.38 20.21 202128

Sub-total: 1.88 99.99 1000000
Lead Finish External 27.21 Pb 4.73 17.38 173833

Sn 22.48 82.61 826167
Sub-total: 27.21 99.99 1000000

Lead Finish Internal 1.15 Ag 1.15 100.00 1000000
Sub-total: 1.15 100.00 1000000

Leadframe Olin 7025 250.70 Cu 241.17 96.19 961986
Mg 0.38 0.15 1516
Ni 7.52 2.99 29996
Si 1.63 0.65 6502

Sub-total: 250.70 99.98 1000000
Marking Ink Teca 261 0.10 Au 0.00 0.00 0

Sub-total: 0.00 0.00 0
Mold Compound EME 6600CS 1279.70 Antimony Trioxide 25.59 1.99 19997

Bromine 7.68 0.60 6001
Epoxy Resin 127.97 10.00 100000
Phenol Resin 81.90 6.39 63999
Silica Fused 1036.56 81.00 810002

Sub-total: 1279.70 99.98 999999
Wires MGM 7 2.40 Au 2.40 100.00 1000000

Sub-total: 2.40 100.00 1000000
Total: 1581.82
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The information contained in this document describes the homogeneous material composition of this product according to the definition set forth in the EU RoHS

Directive 2002/95/EC.  This information may have been derived from calculations based on information obtained from our suppliers.  Gennum Corporation assumes

no liability for any errors or omissions in this document.  Gennum reserves the right to make changes to this document at any time without notice.
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