
Product:

Package Type:

Manufacturer:

Date:

% ppm

Chip 4.70 Al 0.03 0.63 6383

Si 4.67 99.36 993617

Sub-total: 4.70 99.99 1000000

Die Attach CRM 1076N 1.50 Ag 1.20 80.00 800000

Dicyanamide 0.01 0.33 3333

Epoxy Resin 0.23 15.00 150000

Epoxy Silane 0.02 1.20 12000

Phenol Resin 0.05 3.46 34667

Sub-total: 1.50 99.99 1000000

Lead Finish External 2.69 Sn 2.69 100.00 1000000

Sub-total: 2.69 100.00 1000000

Lead Finish Internal 2.31 Ag 2.31 100.00 1000000

Sub-total: 2.31 100.00 1000000

Leadframe OLIN 7025 166.98 Cu 157.56 94.35 943586

Fe 0.33 0.19 1976

Mg 0.29 0.17 1737

Mn 0.17 0.10 1018

Ni 5.34 3.19 31980

Pb 0.08 0.04 479

Si 1.21 0.72 7246

Silver (Plating) 0.33 0.19 1976

Zn 1.67 1.00 10001

Sub-total: 166.98 99.95 999999

Marking Ink 0.00 0.00 0.00 0

Sub-total: 0.00 0.00 0

Mold Compound EME G600 286.00 Carbon Black 0.86 0.30 3007

Epoxy Cresol Novolac 7.15 2.50 25000

Epoxy Resin 16.30 5.69 56993

Phenol 15.73 5.50 55000

SiO2 245.96 86.00 860000

Sub-total: 286.00 99.99 1000000

Wires 2.20 Au 2.20 100.00 1000000

Sub-total: 2.20 100.00 1000000

Total: 466.38
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The information contained in this document describes the homogeneous material composition of this product according to the definition set forth in the EU RoHS

Directive 2002/95/EC.  This information may have been derived from calculations based on information obtained from our suppliers.  Gennum Corporation assumes

no liability for any errors or omissions in this document.  Gennum reserves the right to make changes to this document at any time without notice.
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